




ESTER
Mechanical properties (Mortar)

PROPERTIES TEST METHOD RESULT

UV resistance Pass
Watertightness DIN EN 12390-8 0 mm
Temperature stability ≤ 120 °C
Density 1.77 kg / dm³
Compressive strength DIN EN 196-1 100 N / mm²
Flexural strength DIN EN 196-1 15 N / mm²
E modulus DIN EN ISO 527-2 14000 N / mm²
Shrinkage < 0.3 %
Hardness Shore D 90
Electrical resistance IEC 93 3,6 109 W m
Thermal conductivity IEC 60093 0.65 W/m·K

Reactivity
INFASET VE102 VINYLESTER INFASET VE102 VINYLESTER

CONCRETE TEMPERATURE MAX. WORKING TIME MIN. CURING TIME

– 5°C to -1° Celcius 90 minutes 6 hours 
0°C to +4° Celcius 45 minutes 3 hours 

+5°C to +9° Celcius 25 minutes 2 hours
+10°C to +14° Celcius 20 minutes 100 minutes 
+15°C to +19° Celcius 15 minutes 80 minutes
+20°C to +29° Celcius 6 minutes 45 minutes 
+30°C to +34° Celcius 4 minutes 25 minutes
+35°C to +39° Celcius 2 minutes 20 minutes

Cartridge temperature +5°C to +40° Celcius

INFASET VE102 VINYLESTER GENERAL INFORMATION

Visit www.constructionsupply.com.au for distributor locations

Applications 
■ Base material: cracked and non-cracked concrete.

■ Anchor elements: threaded rods (zinc plated or hot dip,
stainless steel and high corrosion resistance steel), 
reinforcing bars.

■ Temperature range: -5°C up to +40°C installation temperature

■ Cartridge temperature min. +5°C; optimal +20°C.

■ -40°C to +80°C base material temperature after full curing.
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ESTER
4. Prior to inserting the anchor rod into the filled bore hole, the

position of the embedment depth shall be marked on the anchor
rods.

5. Prior to dispensing into the anchor hole, squeeze out separately a
minimum of three full strokes and discard non-uniformly mixed
adhesive components until the mortar shows a consistent grey or
blue (InFaSet VE102 Vinylester) colour. 

.

6. Starting from the bottom or back of the cleaned anchor hole, fill the
hole up to approximately two-thirds with adhesive. Slowly withdraw
the static mixing nozzle as the hole is filled, avoids creating air
pockets. If the bottom or back of the anchor hole is not reached, an
appropriate extension nozzle must be used.
Observe the gel-/ working times given on page 3.

7. Piston plugs and mixer nozzle extensions shall be used according
to page 6 for the following applications:

■ Horizontal assembly (horizontal direction) and ground erection
(vertical downwards direction): 
Drill bit-Ø d0 ≥ 18 mm and embedment depth hef ≥ 250mm

■ Overhead assembly (vertical upwards direction): 
Drill bit-Ø d0 ≥ 18 mm

8. Push the threaded rod or reinforcing bar into the anchor hole, while
turning slightly to ensure positive distribution of the adhesive, until
the embedment depth is reached. The anchor should be free of dirt,
grease, oil or other foreign material.

9. Be sure that the anchor is fully seated at the bottom of the hole and
that excess mortar is visible at the top of the hole. If these
requirements are not maintained, the application has to be
renewed. For overhead applications, the anchor rod shall be fixed
(e.g. wedges).

10. Allow the adhesive to cure to the specified time prior to applying
any load or torque. Do not move or load the anchor until it is fully
cured (see page 3).

11. After full curing, the add-on part can be installed with up to the max.
torque (see page 7) by using a calibrated torque wrench. It can be
optional filled the annular gap between anchor and fixture with
mortar. Therefore substitute the washer by the filling washer and
connect the mixer reduction nozzle to the tip of the mixer. The annular
gap is filled with mortar, when mortar oozes out of the washer.

INFASET VE102 VINYLESTER INSTALLATION INSTRUCTIONS
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VINYL
Setting parameter - concrete (threaded rod)

ANCHOR SIZE (THREADED ROD) M8 M10 M12 M16 M20 M24

Diameter of element d = dnom [mm] 8 10 12 16 20 24

Nominal drill hole diameter d0 [mm] 10 12 14 18 22 28

Effective embedment depth hef,min [mm] 60 60 70 80 90 96

hef,max [mm] 160 200 240 320 400 480

Prepositioned [mm] 9 12 14 18 22 26
Diameter of clearance hole installation df

in the fixture Push through [mm] 12 14 16 20 24 30
installation df

Thickness of fixture
tfix,min [mm] 0

tfix,max [mm] 1500

Maximum torque moment Tinst ≤ Nm] 10 20 40 80 120 160

Minimum thickness of member hmin [mm] hef + 30mm hef + 2d0≥ 100mm

Minimum spacing Smin [mm] 40 50 60 80 100 120

Minimum edge distance Cmin [mm] 40 50 60 80 100 120

Setting parameter - concrete (rebar)
ANCHOR SIZE (REBAR) Ø8 Ø10 Ø12 Ø14 Ø16 Ø20 Ø25

Diameter of element d = dnom [mm] 8 10 12 14 16 20 25

Nominal drill hole diameter d0 [mm] 12 14 16 18 20 25 32

Effective embedment depth
hef,min [mm] 60 60 70 75 80 90 100

hef,max [mm] 160 200 240 280 320 400 500

Minimum thickness hmin [mm] hef + 30mm hef + 2d0of member ≥ 100mm

Minimum spacing Smin [mm] 50 55 65 70 80 100 130

Minimum edge distance Cmin [mm] 50 55 65 70 80 100 130

INFASET VE102 VINYLESTER SETTING PARAMETER
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ANCHOR SIZE (STEEL QUALITY 5.8) - CONCRETE C20/25 M8 M10 M12 M16 M20 M24

uncracked NRec,stat 6.8 9.0 13.2 19.9 33.9 50.3concrete

40°C/24°C1) y sus
0 = 0.60

cracked
NRec,stat [kN] 3.6 5.0 7.4 11.2

concrete
NRec,eq,C1 2.6 3.5 5.3 7.7 NPA
NRec,eq,C2 NPA 1.7 3.3

uncracked NRec,stat 5.2 6.7 9.9 15.0 25.4 37.7concrete

80°C/50°C1) y sus
0 = 0.65

cracked
NRec,stat [kN] 2.8 3.9 5.8 8.7

concrete
NRec,eq,C 2.1 2.8 4.1 6.1 NPA
NRec,eq,C2 NPA 1.4 2.6

uncracked VRec,stat 6.3 9.7 14.3 23.4 38.4 54.1
Recommended shear load concrete

without lever arm2) 3)

cracked
VRec,stat [kN]

6.3 9.4 13.2 16.6

concrete
VRec,eq,C1

3) 4.2 5.8 8.5 12.5 NPA
VRec,eq,C2

3) NPA 2,8 5,3
Embedment depth hef [mm] 80 90 110 125 170 210
Edge distance c ≥ [mm] 120 135 165 190 255 315
Anchor spacing s ≥ [mm] 240 270 330 375 510 630

1) Short term temperature/ Long term temperature.
2) Gap between anchor rod and clearance hole of fixture must be filled with mortar; if not a gap must be considered, see ETA-20/0131.
3) Shear loads are valid for the specified temperature ranges.
NRec,stat, VRec,stat = Recommended load under static and quasi-static action
NRec,eq, VRec,eq = Recommended load under seismic action

Recommended loads - concrete (Threaded rod)
The recommended loads are only valid for single anchors, if the following conditions are valid:

■ Concrete edge distance ≥ 1.5 x hef

Anchor spacing ≥ 3.0 x hef

Concrete member thickness ≥ 2 x hef

■ y sus = 1,0; percentage of dead load ≤ y sus
0 see table below.

■ Cleaning: Compressed Air Cleaning - CAC (for uncracked MAC as well)

■ The recommended loads have been calculated using the partial safety factors for resistances
stated in ETA(s) and with a partial safety factor for actions of f=1.4.
The partial safety factor for seismic action is 1 = 1,0.

■ Only for dry and wet concrete and flooded bore hole.

If the conditions are not fulfilled the loads must be calculated acc. to AS 5216:2018. 
For further details observe ETA-20/0131.
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INFASET VE102 VINYLESTER RECOMMENDED LOADS
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ANCHOR SIZE (BST 500) - CONCRETE C20/25 Ø8 Ø10 Ø12 Ø14 Ø16 Ø20 Ø25

40°C/24°C1) y sus
0 = 0.60 NRec,stat [kN] 7.8 11.0 16.1 19.7 22.7 38.6 59.6

80°C/50°C1) y sus
0 = 0.65 uncracked NRec,stat [kN] 6.1 8.6 12.7 15.5 19.2 29.7 45.8

concrete

Recommended shear load VRec,stat [kN] 6.7 10.5 14.8 20.3 23.4 38.4 54.4without lever arm2) 3)

Embedment depth hef [mm] 80 90 110 115 125 170 210
Edge distance c ≥ [mm] 120 135 165 175 185 255 315
Axial distance s ≥ [mm] 240 270 330 345 375 510 630

1) Short term temperature/ Long term temperature.
2) Gap between anchor rod and clearance hole of fixture must be filled with mortar; if not a gap must be considered, see ETA-20/0131.
3) Shear loads are valid for the specified temperature ranges.
NRec,stat, VRec,stat = Recommended load under static and quasi-static action
NRec,eq, VRec,eq = Recommended load under seismic action

Recommended loads - concrete (Rebar)
The recommended loads are only valid for single anchors for general design, if the following 
conditions are valid:

■ Concrete edge distance ≥ 1.5 x hef

Anchor spacing ≥ 3.0 x hef

Concrete member thickness ≥ 2 x hef

■ y sus = 1,0; percentage of dead load ≤ y sus
0 see table below.

■ Cleaning: all methods.

■ The recommended loads have been calculated using the partial safety factors for resistances
stated in ETA(s) and with a partial safety factor for actions of f = 1.4.

■ Only for dry and wet concrete and flooded bore hole.

If the conditions are not fulfilled the loads must be calculated acc. to AS 5216:2018. 
For further details observe ETA-20/0131.
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Chemical resistance
CHEMICAL AGENT CONCENTRATION RESISTANT NOT RESISTANT

Acetone 10 ■

Beer ■

Diesel oil ■

Ethanol 50 ■

Fuel Oil ■

Gasoline (premium grade) ■

Hydraulic fluid ■

Hydrogen peroxide 10 ■

Sea water, salty ■

Results shown in the table are applicable to brief periods of chemical contact with full cured adhesive (e.g. temporary contact with
adhesive during a spill).
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